











UNDERWRITERS LABORATORIESINC.
AFMQC-2

NORTHBROOK, IL « MELVILLE, NY « SANTA CLARA, CA « RESEARCH TRIANGLE PARK, NC CERT
an independent, not-for-profit organization testing for public safety

Themanufacturer whosenameappearsbel ow isqualified under the Classification Serviceof UnderwritersL aboratories
Inc., as furnishing FOAMED PLASTIC in the form of POLYSTYRENE BOARDS CLASSIFIED AS SHOWN
BELOW. Thismanufacturer istherefore authorized toissuethiscertificate for the bulk shipment of material described
below as its representation that such material is manufactured in compliance with the requirements established by

Underwriters Laboratories Inc. for this class of product.
Q’\}S SIF%

File R11812

Material: Expanded Polystyrene

Manufactured by: PantID:
alicensed manufacturer of AFM Corporation.

NOTE: To determine that boards received are Classified, make sure each board is marked: See Cert. AFMQC-2

1)

FOAMED PLASTICS
70P8
SURFACE BURNING CHARACTERISTICS

1/2 - 5in. Max. Thick*

FLAME SPREAD 20*
SMOKE DEVELOPED 150-300%

+ -Installed in athickness, or stored in an effective, asindicated, for adensity of 1.0 to 2.0 Ib/ft.®

# -Flame spread and smoke devel oped recorded while material remained in the original test
position. Ignition of molten residue on the furnace floor resulted in flame travel equivalent to
calculated flame spread index of 180 and smoke developed index of over 500.

Manufacturer's statement: " These numerical flame spread and smoke ratings are not intended
to reflect hazards presented by this material under actual fire conditions."
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TeEcH BULLETIN

FOAM
oo} EPS

Geofoam No.5008

Subject: Chemical Exposure

Date: Febuary 2011

Foam-Control EPS Geofoam is used in a wide variety of ap-
plications. There may be instances in applications where the
Foam-Control EPS is subjected to chemical exposure. This
can be by either direct exposure to the chemicals or to their
chemical vapors. Exposure to chemicals most commonly
occurs during the installation process or as the result of a
contaminated site conditions after the Foam-Control EPS is
in place.

The attached table provides general guidance for the resis-
tance of Foam-Control EPS to a number of chemicals. The
table is intended to provide a preliminary guide, but does not
guarantee long term performance of Foam-Control EPS Geo-
foam when in contact with the listed or any other chemicals.

It is recommended that laboratory tests modeled to repre-
sent chemical exposure in end use conditions be conducted
to assure efficacy of the Foam-Control EPS.

When the exposure of Foam-Control EPS to any harm-
ful chemicals is a possibility or in doubt, the protection of
Foam-Control EPS Geofoam by means of an appropriate
barrier material is required.
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Rating: Overall chemical exposure performance is noted by a rating symbol.

Hydrogen Peroxide (30%)
Isopropy! Alcohol

Water (salt/sea)

S = Satisfactory M = Marginal* U = Unsatisfactory*
Chemical Rating Chemical Rating
Acetic Acid (5%) S Kerosene U
Acetic Acid (10%) M Methyl Alcohol M
Acetone U Methyl Ethyl Ketone U
Ammonia S Mineral Oil S
Benzene U Motor Oil M
Butly Alcohol S Nitric Acid (20%) )
Citric Acid (10%) S Paint Thinner U
Citric Acid (20%) M Petroleum Jelly S
Detergents M Potassium Hydroxide (%30) S
Diesel Fuel U Propy! Alcohol M
Ethyl Acetate (98%) U Propylene Glycol S
Ethyl Alcohol (95%) M Sodium Chloride (saturated) M
Ethylene Glycol S Sodium Hypochlorite (15%) S
Gasoline U Sodium Hydroxide (40%) S
Hexane U Sulphuric Acid (50%) S
Hydrocloric Acid (10%) S Sulphuric Acid (96%) S
Hydrocloric Acid (38%) M Toluene U
Hydrocloric Acid (100%) U Turpentine U

S S
M u

Xylene

* Foam-Control EPS must be protected by an appropriate barrier material if there is a potential of
exposure to these chemicals.

This information contained herein is provided for general purposes only. By provid-
ing this information, your Foam-Control EPS Geofoam supplier makes no guaranty or
warranty, and does not assume any liability with respect to the accuracy or complete-

ness of such information, and hereby expressly disclaims any implied warranties of FOAM

fitness of the use of Foam-Control EPS for a particular purpose.

Foam-Control EPS products are manufac-
tured by AFM Corporation licensees.

Copyright ©2009 AFM Corporation.
All rights reserved. Printed in USA.
Control, Not Compromise, and
Foam-Control are trademarks of AFM
Corporation, Lakeville, MN.
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